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. Navrhy CSN k vefejnému pfipominkovani
(Draft of national standards for public comments)

Sector

Ukol/Project ID

ICS:

Status:
Oznadeni/Reference:
Nazev:

Title:

Anotace/Scope

Termin pfipominek/
Latest Date for
Comments:

B0O2
65000417/0002

NEW

CSN 65 7051

Asfalty a asfaltova pojiva - Stanoveni Stépitelnosti a misitelnosti
kationaktivnich asfaltovych emulzi, metody alternativnich filer(
Bitumen and bituminous binders — Modified bitumens — Part 2: Crumb
rubber modified bitumens

This standard contains the requirements of the Czech Republic for
modified asphalt binders Page 7 used in road construction. This standard
consists of three parts: Part 1: Polymers modified bitumens Part 2:
Crumb rubber modified bitumens Part 3: Special modified bitumen

CSN 65 7222-2 specifies types of bitumens modified with crumb rubber.
An international standard has not yet been developed for this part 2,
only the draft CEN / TC 336 / N 689 that has been taken into account.
2017-10-31

1. Vydané CSN

(Published national standards)

ICS:

Status:
Oznadeni/Reference:
Nazev:

Title:

Termin vydani/
Release date:

Rusi normu/
Withdrawn Standard

13.060.01

REV

CSN 75 7221

Kvalita vod - Klasifikace kvality povrchovych vod
Water quality - Classification of surface water quality
01.11.2017

CSN 75 7221:1998




